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and Dunn’s test for pair-wise comparisons. p < 0.05 was con-
sidered statistically significant.  Results:  Canals dried with 
only 1 paper point and obturated with the iRoot SP sealer 
(subgroup 2B) showed significantly higher bond strengths 
to the root canal wall compared to all other subgroups (p < 
0.05), except for subgroup 1B (p > 0.05).  Conclusions:  The 
canal-drying technique influenced the adhesive bond 
strength between calcium silicate-based root canal sealers 
and the root canal wall.  © 2014 S. Karger AG, Basel 

 Introduction 

 One of the primary objectives of root canal obturation 
is to seal the canal system completely in such a way as to 
prevent the penetration of tissue fluid, bacteria and/or 
their products into the canal and to avoid reinfection after 
debridement  [1] . It is generally accepted that the outcome 
of endodontic treatment is positively correlated with the 
technical quality of the root filling, which is expected to 
provide a hermetic seal against bacterial ingress  [2–4] . 
Many endodontic filling materials, techniques and differ-
ent types of sealers have been developed for this purpose. 
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 Abstract 

  Objective:  To assess the influence of various canal-drying 
techniques on the push-out bond strength between radicu-
lar dentine and both MTA Fillapex and iRoot SP sealers.  Ma-

terials and Methods:  Eighty extracted single-root teeth 
were instrumented with ProTaper Universal rotary instru-
ments to a size F4. The teeth were randomly assigned to 1 of 
4 groups as follows: group 1, excess fluid in the canals was 
removed using a Luer vacuum adapter; group 2, the canals 
were dried with a single paper point; group 3, the canals 
were dried with 3–5 paper points, and group 4, the canals 
were rinsed with 95% ethanol and then dried with 3–5 paper 
points. In each group, the specimens were subgrouped ac-
cording to root canal sealer into either subgroup A (MTA Fil-
lapex) or subgroup B (iRoot SP sealer).   Horizontal sections 
(thickness 1 ± 0.1 mm) were obtained from each specimen 
and a push-out test was performed using a universal testing 
machine at a crosshead speed of 1 mm/min on root slices. 
Statistical analysis was done using the Kruskal-Wallis test 
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An ideal root canal sealer provides good adhesion to the 
root canal wall to create an impermeable seal for the root 
canal system and prevent bacterial entry  [5] .

  Recently, calcium silicate-based root canal sealers were 
introduced in the field of endodontics to provide all of the 
favourable properties of the mineral trioxide aggregate 
(MTA) without its negative characteristics such as the 
long setting time, difficult manipulation and low flow ca-
pacity  [6] . MTA Fillapex (Angelus, Londrina, Brazil) has 
resinous components and its manufacturer claims it has 
excellent radiopacity, easy handling and an exact working 
time  [7] . Although MTA Fillapex had the lowest values of 
flow, working and setting times, solubility and water ab-
sorption  [8] , it was more cytotoxic than AH Plus  [9] . 
iRoot SP (Innovative BioCreamix Inc., Vancouver, B.C., 
Canada; also known as EndoSequence BC Sealer, Brasse-
ler USA, Savannah, Ga., USA) is a new calcium silicate-
based root canal sealer designed for obturating root ca-
nals with or without gutta-percha points  [10]  and re-
quires the presence of water to set and harden  [11] .

  It has been reported that the degree of residual moisture 
significantly affects the bond strength of these two calcium 
silicate-based sealers to radicular dentine  [12] . However, 
in that study, canals were filled with gutta-percha and seal-
er. Consequently, it is unclear whether the failure modes in 
their push-out test were adhesive, i.e. between the sealer 

and the dentine, or cohesive, i.e. between the sealer and the 
core material  [13] . Hence, the current study was designed 
to examine the capability of MTA Fillapex and iRoot SP 
sealers to adhere to root canal dentine subjected to differ-
ent drying techniques without the gutta-percha core mate-
rial. The null hypothesis was that the canal-drying tech-
nique does not affect the radicular bond strength of the 
tested sealers as measured by the push-out method. 

 Materials and Methods 

 Specimen Preparation 
 Eighty extracted sound human single-root teeth of similar size 

and shape were carefully selected from a large collection of teeth, 
scaled, pumiced and stored in 0.1% thymol solution. None of the 
teeth had visible root caries, fractures or cracks on examination 
with a ×4 magnifying glass; there were no signs of internal or ex-
ternal resorption or calcification on radiographic images, all had a 
completely mature apex. The crowns were removed using a dia-
mond disc under water-cooling and the roots were adjusted to a 
15-mm length. A size 10-K file was placed in the canal until it was 
visualized at the apical foramen. The working length was deter-
mined by subtracting 1 mm from this measurement.

  The root canals were instrumented with a series of ProTaper 
Universal (Dentsply Maillefer, Ballaigues, Switzerland) rotary files 
to a size F4 (40/0.06). Canals were irrigated with 2 ml of 2.5%
NaOCl solution after each filing. The smear layer was removed 
with 5 ml of 17% EDTA for 1 min. A final irrigation was performed 
with 5 ml distilled water. The irrigant was delivered via a 30-gauge 
endodontic irrigation needle (KerrHawe SA, Bioggio, Switzerland) 
that was inserted into the canal to the working length.

  Specimens were then subjected to 4 different drying tech-
niques: (1) the excess canal moisture was removed using a Luer 
vacuum adapter for 5 s before obturation; (2) each canal was dried 
with a single F4 paper point (ProTaper Universal); (3) canals were 
dried with 3–5 paper points, with the last one appearing dry, and 
(4) excess moisture was removed with paper points; canals were 
rinsed with 95% ethanol for 10 s and then dried with 3–5
paper points. Canals were then entirely obturated with either MTA 
Fillapex (A) or iRoot SP (B) sealers. Two peri-apical radiographs 
were taken for each obturated root from 2 different angles to check 
the obturation density. Obturated roots were incubated at 37   °   C 
and 100% relative humidity for 1 week to allow sufficient time for 
the sealer to set.

  Push-Out Bond Strength Test 
 Each root was embedded in epoxy resin in a custom-made 

split-ring copper mould. After setting of the epoxy resin, horizon-
tal sections (thickness 1 ± 0.1 mm) were obtained from each spec-
imen consecutively in an apical-to-coronal direction using a wa-
ter-cooled precision saw (Micracut 125; Metkon, Bursa, Turkey). 
Three slices were obtained for each root sample (n = 30 slices/
group) at 1-, 3- and 5-mm distances to the apex. Each root section 
was then subjected to a compressive load by a universal testing 
machine (Lloyd Instruments, Foreham, UK) at a crosshead speed 
of 1 mm/min ( fig. 1 ). The push-out force was applied in an apical-
to-coronal direction until dislodgement of the obturating material 
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  Fig. 1.  Schematic representation of the setup for the assessment of 
bond strength. 
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occurred. The force was recorded and the values were used to cal-
culate the push-out strength in megapascals according to formula 
used by Bitter et al.  [14] .

  Statistical Analysis 
 Statistical analysis was completed using the Kruskal-Wallis test 

and Dunn’s test for pair-wise comparisons. p < 0.05 was consid-
ered statistically significant.

  Results 

 The mean push-out bond strength and SD for each 
group are presented in  table 1 . Canals dried with only one 
paper point before obturation with iRoot SP (subgroup 
2B) showed a significantly higher bond strength than the 
other subgroups (p < 0.05), except for subgroup 1B (p > 
0.05). The bonding strength given in  table 1  is as follows: 
2B  ≥  1B > 3B  ≥  2A > 4B  ≥  1A > 3A  ≥  4A.

  Discussion 

 The null hypothesis, as stated in the Introduction, was 
rejected because the canal-drying techniques significantly 
affected the push-out bond strength values. The results ob-
tained indicated that iRoot SP had a stronger bond with the 
root canal walls than the MTA Fillapex sealer regardless of 
the drying technique. This finding is consistent with previ-
ous studies that showed that MTA Fillapex had the lowest 
push-out bond values to root canal dentine compared to 
other sealers  [12, 15, 16] . A probable explanation is to the 
different compositions of the two sealers. The iRoot SP 

sealer is composed mainly of calcium silicate and calcium 
phosphate, which require moisture to complete their hy-
dration-setting reaction  [11] . MTA Fillapex, on the other 
hand, has resin among its constituents, which may under-
go polymerization shrinkage upon setting, thereby result-
ing in a reduced strength of the bond with the canal wall.

  The strength of the bond between the calcium silicate-
based sealers and the intra-radicular dentine was reduced 
in drying conditions 3 (3–5 paper points) and 4 (alcohol). 
This result is similar to that of a previous study which 
showed that excessive desiccation of dentine (conditions 
3 and 4) was an impediment to bonding because an opti-
mal amount of water is required to suspend the collagen 
fibrils, leaving space for penetration of the hydrophilic 
sealer  [17] .

  The highest bond strength values were obtained for 
both sealers when the canals were dried with a single pa-
per point. This can be explained by the findings of a study 
 [18]  which showed that curing conditions played an im-
portant role in the retention characteristics of MTA, 
where dry-cured MTA demonstrated a lower push-out 
bond strength to dentine than wet-cured MTA. Thus, it 
may be advantageous to leave canals slightly moist before 
obturating with calcium silicate-based sealers. Using sim-
ilar experimental moisture conditions, Nagas et al.  [12]  
showed that it might be advantageous to leave the canals 
slightly moist before obturating procedures using the 
same sealers. In the mentioned study  [12] , canals filled 
with gutta-percha in conjunction with sealers showed 
higher push-out bond strength values than the present 
specimens that were filled without gutta-percha cones. 
This may be explained by the compactable nature of gut-
ta-percha, which can show a greater resistance to dis-
lodgement in a push-out test design  [19] . In the current 
study, teeth were filled only with sealer to truly reflect the 
bond strength between the sealer and the dentine  [13, 20, 
21] . Also, while in that study  [12]  the sections were ac-
quired from the coronal region, in this study they were 
acquired from the apical third. This difference in the re-
sistance of the dislocation may be due to both the diam-
eter of the canal, with more sealer in the coronal mass 
region, and the removal of the smear layer being more 
successful than in the apical region.

  Conclusions 

 iRoot SP had a greater bond strength to dentine than 
MTA Fillapex. The bond strength was affected by the ca-
nal-drying technique.
 

 Table 1.  Mean push-out bond strength values

Groups Subgroups Mean push-
out bond 
strength 
(±SD), MPa

Luer vacuum adapter MTA Fillapex (1A) 0.820 ± 0.538
iRoot SP (1B) 2.277 ± 1.212

Single paper point MTA Fillapex (2A) 1.446 ± 0.978
iRoot SP (2B) 2.503 ± 0.991

3 – 5 paper points MTA Fillapex (3A) 0.566 ± 0.410
iRoot SP (3B) 1.673 ± 0.864

95% ethanol + paper points MTA Fillapex (4A) 0.380 ± 0.263
iRoot SP (4B) 0.907 ± 0.696
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